
Test Report 

Document No.: 31 産総三察第 1-23 号 

Applicant Information 

• Address: 1-38 Shirosawamachi, Hekinan City, Aichi Prefecture

• Name: Eishiro Kawara Co., Ltd.

• Representative Director: Tomohisa Momiyama

Requested Tests 

• Bending Test

• Water Absorption Test

• Freeze Resistance Test

Test Sample 

• Material: Clay roof tile

• Shape: F-type Interlocking Tile

• Name: Proud Plain

• Quantity: 1 type

Test Results 

Test Item Result Test Method 

Bending Breaking Load (N) 1800 JIS A 5208 5.3 (3) 

Water Absorption Rate (%) 5.7 JIS A 5208 5.4 (measured per 5.2 (a)) 

Freeze Resistance No visible cracking or delamination JIS A 5208 5.5 (repeated 5 cycles) 

Test Facility 

Industrial Technology Center ‒ Mikawa Ceramics Testing Laboratory 

The results of the test sample are as shown above. 

Date: June 12, Reiwa 1 (2019) 

Director, Aichi Center for Industry and Science Technology 
Masahiro Kojima (with official seal) 

Note: The tested sample is as submitted by the requester. 


